
Material C

0

60

120

180

240

Fa
ilu

re
 T

im
e 

(S
ec

on
ds

)

FAA Flanged FAA SocketFAA Socket FAA Air Lab C Socket Lab I Socket Lab J Socket

Average = 100.8

Standard Deviation = 44.7

% Standard Deviation = 44.3


